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OverviewOverviewNanomaterials for Renewable Energy

 Global energy demand is growing 
at an alarming and unsustainable rate, 
drawing mainly on the use of fossil 
fuels. These reserves are decreasing 
rapidly and becoming increasingly ex-
pensive. The associated emissions of 
greenhouse gases and other toxic pol-
lutants are becoming environmentally 
unacceptable. Energy security has be-
come a major issue as fossil fuels are 
confi ned to few areas in the world and 
their availability is controlled by po-
litical, economic, and ecological fac-
tors. A global coherent energy strategy 
that encompasses the entire energy life 
cycle is required in order to address all 
the forms of energy harvesting, stor-
age, conversion, transmission, and dis-
tribution. Hybrid nanomaterial systems 
hold the key to fundamental advances 
in direct renewable energy and ener-
gy storage and conversion which are 
needed to enable renewable energy and 
meet the general energy challenges and 
associated environmental effects. This 
paper presents new approaches and 
methodologies used to design and de-
velop carbon nanotube nanostructured 
hybrid nanomaterial systems incorpo-
rating structural and light-absorbing 
electron donor polymers, inorganic 
semiconductors, metallic and ceramic 
nanoparticles as energy harvesting and 
storage systems. 

INTRODUCTION

 The global use of energy is expected 
to increase by more than 50% from 
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2010 to 2025. The use of the avail-
able three main fossil fuels—oil, natu-
ral gas, and coal—may not always be 
readily available to meet the global 
energy demands. The known available 

reserves of the three fossil fuels are ex-
pected to be depleted well within the 
next two centuries. In addition the as-
sociated fossil fuel emissions will not 
be environmentally acceptable and 
thus alternative sources of energy are 
needed. Nuclear energy offers interest-
ing advantages but issues associated 
with nuclear waste disposal and safety, 
or perceived safety issues, limit the full 
development of its potential. The major 
challenges associated with the develop-
ment and harvesting of fusion energy 
are not expected to be resolved effec-
tively in the next two decades. This 
leaves us with few choices and among 
those the development of key renew-
able energy resources appear as appro-
priate responses to the current energy 
challenge, at least in the short term.
 In order to fully develop the poten-
tial of all forms of renewable energy, 
current challenges in energy storage 
and conversion have to be met. Car-
bon nanotubes (CNTs) are near-perfect 
one-dimensional molecules that have 
generated great interest since they were 
discovered in 1991. They have amazing 
electrical, electrochemical, electronic, 
thermal, and mechanical properties, 
very high surface area, and a large 
electrochemical stability which makes 
them ideal electrode materials for re-
newable energy applications.1–4 In ad-
dition they can be combined with other 
functional nanomaterials in order to 
form CNT nanostructed hybrid materi-
als, such as catalysts for applications in 
fuel cells and inorganic semiconductors 
for generation of electron-hole pairs in 
solar cells. The thermal conductivity 
of unroped single-wall carbon nano-
tubes (SWNTs) have been calculated 
to be within the range of 2,000–6,000 
W/mK, although the thermal conduc-
tivity of SWNT ropes is considerably 
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➠➠

How would you…
…describe the overall signifi cance 
of this paper?

Globally we are currently 
experiencing considerable 
challenges in energy and 
environment. In the short term 
we need to achieve higher energy 
effi ciency and increase supplies from 
all renewable energy sources. In the 
long term we need to develop an 
effective H2 based economy. Carbon 
nanotube hybrid nanomaterial 
systems can effectively answer these 
challenges.

…describe this work to a 
materials science and engineering 
professional with no experience in 
your technical specialty?

Carbon nanotubes have amazing 
properties and consequently 
they have the capability to be 
integrated as a subsystem in more 
complex hybrid material systems 
for applications in direct energy 
harvesting: wind and solar, and in 
energy storage: supercapacitors, 
batteries, and fuel cells. In addition 
they can be used in the production 
and storage of H2.

…describe this work to a 
layperson?

Conventional materials have all 
sorts of defects associated with their 
tridimensional nature and these 
defects limit the values of their 
properties. Nanomaterials with one 
and zero dimensional nature can be 
developed without such defects and 
thus with properties that are many 
orders of magnitude better than their 
conventional counterparts. Each of 
these types of nanomaterials can 
then be developed as a subsystem 
and then be integrated in an overall 
hybrid system in order to develop a 
wide range of amazing properties.

http://www.tms.org/pubs/journals/jom/1101/marquis-1101.html
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lower and is observed to depend on the 
characteristics of the nanoropes.1 The 
thermal conductivity of individual mul-
tiwall nanotubes (MWNTs) is within 
the range of 1,000–3,000 W/mK, and 
the thermal conductivity of double-
wall nanotubes (DWNTs) is believed 
to be within the range of 1,000–4,000 
W/mK.4

 The electrical properties of carbon 
nanotubes vary from those typical of 
semiconducting to those typical of 
metallic conductors depending on the 
type and chirality of the CNT. The av-
erage electrical resistivity of carbon 
nanotubes is approximately 100 micro-
ohms, which is one order of magnitude 
lower than that of graphite.
 The mechanical properties of car-
bon nanotubes are expected to equal or 
exceed the expected values of perfect 
materials. Since the C-C bond length in 
CNTs (0.142 nm) is shorter than that 
observed in diamond (0.152 nm), CNTs 
possess increased resistance against 
deformation. Theoretical predictions 
for SWNTs suggest the Young’s modu-
lus to be in the range 1.3–1.5 TPa and 
the strength to be approximately 200 
GPa.1–4 For MWNTs the strength ap-
pears to be limited by the sliding of in-
dividual tubes in relation to each other 

NANOMATERIALS AND PORE ARCHITECTURES

Nanomaterials Description

 Typical nanomaterials used in this investigation have the following characteristics. 
The diameters were: single-walled nanotubes (SWNTs) unroped, –1.4 nm in diameter; 
SWNTs (roped), 10–50 nm; multiwalled nanotubes (MWNTs), 10 to 50 nm, unroped; 
vapor grown carbon fi bers, 30–200 nm and on average 100–150 nm. Lengths were more 
diffi cult to measure since it is hard to see ends: SWNTs: 0.3–10 s mm (before cutting), 
MWNTs: 1–100 mm. This means that MWNTs and SWNT ropes have three orders of 
magnitude more surface area and unroped SWNTs have four orders of magnitude more 
surface area than fi bers. Thus MWNTs and roped SWNTs in a nanomaterial system may 
produce what is still considered a solid percolated network while the unroped SWNTs 
(and possibly DWNTs) have a chance to be fully integrated in the base material and thus 
induce conduction by other means.
 With a nano-architecture consisting of surface treated individual SWNTs the typi-
cal active surface can be developed to be in the range of 6,000–7,000 m2/g. In addition 
SWNTs are molecules on a similar scale to nanoceramics, polymers, and fl uid molecules 
which allow the development of several types of hybrid systems. This means that we 
have two distinct paths for engineering carbon nanotube nanostructured hybrid material 
systems: fi rst, produce a mixture into which the nanotubes are added in order to change 
the strength, toughness, surface area, thermal, and electrical conductivity, via the rule of 
mixtures and, second, produce hybrid nanomaterials where the nanotubes are fully inte-
grated into the matrix in order to mimic the properties of the carbon nanotubes into the 
fi nal nano-hybrid system. The second approach leads often to the best performance with 
the highest degree of effectiveness and lowest carbon nanotube load. For this reason this 
is the preferred approach in this research and development work.

Pore Architectures 

 A unique advantage of carbon nanotube nanostructured hybrid systems is that they 
can be developed with extensive and effective pore architectures, tailored for the spe-
cifi c functional applications. The pore architectures in these systems can be classifi ed as 
intrinsic and extrinsic. There are three types of intrinsic pore architectures. The fi rst is 
intrinsic to the hollow tube cavities of SWNTs, DWNTs, and MWNTs. Their sizes can 
be computed taking into account the dimensions quantifi ed in the previous section. This 
is another reason why CNTs need to be cut or decapped in order to activate all the pores 
and thus maximize the insertion of nanoparticles and ions inside the inner tubes. The 
second type comes from the interlayer spaces between the concentric and coaxial layers 
of DWNTs (typically 0.37 nm) and MWNTs (typically 0.34 nm). The third type is due to 
the interstitial pores associated with the bundling of CNTs in ropes, multiropes, and ag-
glomerates, driven by van der Waals and electrostatic forces. The extrinsic pore structure 
comes from the nano-architecture or tridimensional packing and distribution of the CNTs 
in the hybrid system in association with the other nano system components. In other 
words the pore architectures need to be engineered and tailored for a specifi c functional 
application in order to harvest the full potential of the system.

and thus the strength is expected to be 
signifi cantly lower, while the Young’s 
modulus is expected to be in the range 
of 1.0–1.1 TPa. This can be overcome 
by loading simultaneously all tubes at 
both ends of the MWNT assemblies.
 Some of the major challenges that 
need to be overcome for the produc-
tion of effective fully integrated carbon 
nanotube nanostructured hybrid func-
tional nanomaterials are dispersion, 
functionalization, physical stability, 
integration into hybrid nanomaterials, 
and control of the tridimensional dis-
tribution or nano-architecture of the 
nanotubes and of the entire hybrid sys-
tem.1–4 The focus of this research is the 

development of carbon nanotube nano-
structured hybrid materials incorporat-
ing additional functional nanoparticles, 
for renewable energy applications. 
 See the sidebar for a description of 
the nanomaterials used in this study.

PROCESSES, INTEGRATION, 
AND HYBRIDIZATION

 Some of the major limitations in 
achieving the maximum active surface 
area of these nanomaterial systems are 
the dispersion of all types on CNTs, the 
inability to resolve the entanglements 
of multi-ropes of SWNTs into single 
ropes, and the inability to exfoliate the 
single ropes into single SWNTs. The 

Figure 1. (a) SWNTs bundled into ropes 
with amorphous carbon and metal 
catalysts adhering to the surface; (b) 
partial exfoliation of SWNTs multi-ropes 
achieved through high energy planetary 
milling with nano-ZrO2 particles. 

a

b 65 nm

100 nm
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magnitude of the entanglement of the 
multi-ropes is often magnifi ed during 
purifi cation of the produced SWNTs. 
One of the most promising methods 
toward the exfoliation of these ropes 
is through their cutting. This process 
can both contribute to the exfoliation 
of the ropes and help retard the process 
of re-agglomeration by shortening the 
nanotubes and contribute considerably 
to the increment of the active surface 
area of the system. 
 The SWNT ropes and the MWNTs 
were cut by physical and chemical pro-
cesses, leaving them open on the ends 
for end cap functionalization and/or 
pore structure activation. 
 In addition chemical and physical 
processes were used to cut and exfoli-
ate the multi-ropes by penetration with 
and intercalation of inorganic and or-
ganic nanomaterials between individ-
ual tubes in bundles. Exfoliation was 
achieved through multi and complex 
processes such as acid treatments used 
in conjunction with sonication and by 
high energy milling with nanoparti-
cles. The sites at the end and along the 
nanotubes, once opened up, can be in-
habited by groups such as –COOH and 
inorganic nanoparticles until replaced 
with a fi nal group used to re-function-
alize the nanotubes, leading to a higher 

original colloidal suspension ability 
in a particular matrix. These sites are 
also the fi rst to be activated during the 
integration processes in specifi c matri-
ces. Typical examples of the results of 
these procedures are shown in Figures 
1 and 2. 
 Hybrid nanomaterials incorporating 
SWNTs, DWNTs, and MWNTs and 
other inorganic nanomaterials were 
then developed using dispersion and 
integration techniques consisting of 
high energy planetary milling and hy-
drothermal reactions at elevated tem-
peratures and pressures, followed by 
controlled densifi cation. Some of these 
nano-matrices in the systems were 
ZrO

2
, SnO

2
, TiO

2
, MnO

2
, and LiO

2
. 

Typical results are shown in Figures 3 
and 4.
 The focus of this research is the full 
integration and hybridization of the un-
roped SWNTs, DWNTs, and MWNTs 
in these matrices and the control of the 
integrated nano-architecture, poros-
ity and total surface area through ad-
vanced processing. 

WIND ENERGY

 The wind energy available on the 
Earth atmosphere is much larger than 
the current world power consumption. 
Potential on land and near shore ex-
ceeds 72 TW. This is equivalent to 54 
million tons of oil per year, or over fi ve 
times the total combined world power 
from all sources. Wind energy is clean 
and renewable without any form of 
emissions or toxic pollutants. It does 
not involve the depletion of any form 
of fuel. The growth in new capacity 
has exceeded 25% per year over the 
last fi ve years. This is expected to con-
tinue or be exceeded for many years to 
come. This means that the wind energy 
industry is currently experiencing a 
very rapid development stage but it is 
far from reaching its mature stage. Cur-
rently it faces many important oppor-
tunities and challenges but its potential 
is extraordinary. The inconveniences of 
wind energy are few and they can eas-
ily be overcome.5 
 Some of the major challenges in 
wind energy are encountered in the 
blades and rotor subsystems. This is so 
because the wind power is proportional 
to the area of the blade, according to 
equation:  W

P 
= ½ ρ A C

p
 V,3 

where W
p
 is the wind power, ρ is the 

density of air, A is the area perpendicu-
lar to the wind vector over which pow-
er is computed and C

p 
is the fraction of 

the power that might be captured by the 
wind turbine.
 This means that in order to increase 
wind power, longer and wider blades 
are required, and thus the need for 
stronger (fatigue, tensile, and com-
pressive strength), stiffer, and lighter 
materials with improved reliability and 
durability are also required. In order 
to harvest higher wind speed, turbines 
need to be installed off-shore. For that 
we need to reduce weight and use 
lighter materials. In addition, in order 
to function at low wind velocity and 
prevent damage at high wind velocity, 
blades need to be adaptable. 
 Carbon nanotubes can be introduced 
as critical enablers for new hybrid ma-
terials both as direct reinforcements 
and as reinforcements in a wide variety 
of the matrices consisting of vinyl es-
ters, epoxies, and unsaturated polyes-
ters. The focus of this research is the 
full integration of unroped SWNTs and 
MWNTs in these matrices using vacu-
um impregnation techniques (Figure 5) 
and other processes, followed by their 

a

b

50 nm

Figure 2. (a) SWNTs showing the multi-
rope morphology. The striations running 
in the longitudinal direction of the ropes 
are individual SWNTs with diameters 
1–2 nm; (b) partial exfoliation of multi-
ropes of SWNTs.

a

b

20 nm

20 nm

Figure 3. Morphology of two MWNT/
nano-ZrO2 hybrids showing uniform 
dispersion of homogeneously and fully 
coated MWNTs. Notice cut ends. 
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hybridization with multi-functional 
fi bers, such as glass, basalt, carbon, 
and fabrics, for applications in wind 
turbine and other multifunctional ap-
plications. Typical results are shown in 
Figures 6–7. The advantages of these 
hybridizations are to confer strength, 
stiffness, toughness, and other CNT 
premium properties only where they 
are required, and thus enabling large 
blades to be manufactured at low cost. 
In addition other premium capabilities 
can be acquired such as fabrication into 
complex geometries, sensor capabili-
ties for structural damage and failure 
and controlled radar cross section.

SOLAR ENERGY

 Photovoltaic panels use solar cells 
packed in modules connected in mul-
tiple arrays to convert directly solar 
energy into electricity. In each mod-
ule photons from the sunlight knock 
electrons into a higher state of energy 
and create electricity. Most devices are 
a type of a photodiode where the cur-
rent comes from the transduced light 
energy. Until recently, photovoltaics 
were most commonly used in remote 
sites where there was no access to a 
commercial power grid or as a supple-
mental electricity source for individual 
homes and businesses. However recent 
advances in materials, technology, and 
manufacturing effi ciency, combined 
with subsidies driven by environmen-
tal concerns, have dramatically accel-
erated the global deployment of solar 
panels. Installed capacity is growing by 
40% per year led by increases in Ger-
many, Japan, and the United States.
 Even with all these advances solar 

electricity is still more expensive to 
produce than large-scale, mechani-
cally generated power due primarily 
to the cost and effi ciency of the panels. 
Low-effi ciency silicon solar cells have 
been decreasing in cost though, and 
multi-junction cells with close to 30% 
conversion effi ciency are now commer-
cially available. Over 40% effi ciency 
has been demonstrated in experimen-
tal laboratory systems. In recent years 
development efforts have been focused 
on increasing effi ciency and decreasing 
the cost of the devices, or trading one 
for the other with overall benefi ts.
 Carbon nanotube nanostructured 
materials with very high active surface 
area, high conductivity, high aspect ra-
tio, and high electrochemical stability 
have the potential to increase the power 
conversion effi ciency of solar cells by 
improving the excitation dissociation 
and charge carrier transport. In addi-
tion the capability of carbon nanotubes 
to receive and transfer electrons to an 
appropriate electron acceptor makes 
them ideal materials for applications in 
charge transfer processes.
 Recently several approaches have 
been used to design photochemical 
solar cells incorporating assemblies of 
two or more nanostrucured hybrid sys-
tems architectures. The use of CNTs to 
host light harvesting assemblies such 
as semiconductor particles provides 
effective mechanisms to capture photo-
generated electrons and transport them 
to appropriate electron surfaces. In the 
CNT light-absorbing hybrid materials 
a direct charge transfer from the poly-
mer to the CNTs has been observed.
 Carbon nanotubes were used as ef-
fective photogeneration sites and charge 
carriers in collecting and transport lay-
ers.6 Carbon nanotube nanostructured 
hybrid nanomaterials incorporating 
TiO

2
, CdSe, CdS, SnO

2
, and Cu

2
S have 

been used to increase the performance 
of solar cells.7–9 These hybrid systems 
were capable of generating photocur-
rents with higher effi ciencies. Figure 
8 shows some of the characteristics of 
the SWNT/CdS hybrid system.
 In inorganic semiconductor hybrid 
systems free electron-hole pairs are 
formed. However in organic hybrid 
systems excitons or bound electron-
hole pairs are formed. This drove the 
recent development of a new genera-

tion of devices called the third gen-
eration also known as organic photo-
voltaics. These devices incorporate 
CNT transparent electrodes and light-
absorbing electron donor polymers 
and inorganic molecules trading in-
expensive fabrication materials and 
processes for reduced effi ciency. Sev-
eral of these polymers have been used 
such as poly m-phenylenevinylene-co-
dioctylxy-p-phenylene-vinylene (i.e., 
PmPV) and poly-(3-hexylthiophene) 
(i.e., P3Ht) for short. The incorporation 
of CNTs in these hybrid systems pro-
vides an interface that drives away one 
of the charge carriers and develops a 
mechanism for collecting the charges at 
electrode surfaces. Double hybrid CNT 
systems incorporating both inorganic 
semiconductor nanoparticles and con-
jugated polymers have also been devel-
oped in order to increase the effi ciency 
of charge harvesting and transfer.10

ENERGY STORAGE

 Energy storage devices are char-
acterized according to specifi c power 
(power density) and specifi c energy 
(energy density). Specifi c power rep-
resents the combination of current and 
voltage that can be supplied (wattage) 
and specifi c energy represents the lon-
gevity that the specifi c wattage can be 
supplied. There are four main types of 
energy storage devices. Classifi ed by 
decreasing specifi c energy and increas-
ing specifi c power they are: fuel cells, 
batteries, conventional electrochemical 
capacitors, and super capacitors (elec-
trochemical double-layer capacitors). 
 Hybrid nanomaterial systems hold 
the key to fundamental advances in 

Figure 4. MWNT/Nano-ZrO2 hybrid 
showing cut ends and intercalation of 
nano ZrO2 particles between adjacent 
MWNTs.

20 nm

Figure 5. Vacuum hybridization process: 
1–metal substrate, 2–stack of multifi -
bers/fabrics, 3–vacuum tubes, 4–suck-
ing glass fabric, 5–sealing cords, 6–
polymer net, 7–connection mechanism, 
8–polymer tube to feed reinforced resin, 
9–polyimide vacuum fi lm.

5 9 8 7 6 5

31243
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energy storage and conversion which 
are needed in order to fully develop 
renewable energy and meet the general 
energy challenges and associated envi-
ronmental effects.

SUPERCAPACITORS

 The designation of supercapacitors 
comes from their very high specifi c 
energy compared with conventional 
capacitors. They are also called elec-
trochemical double layer capacitors 
because the energy is stored in an 
electrical double layer formed at an 
interface between two polarizable elec-
trodes and an electrolyte. There are 
three types of supercapacitors: electron 
conducting polymers, metal oxide, and 
carbon based. Supercapacitors based 
on carbon nanotubes nanostructure hy-
brid systems have the potential of high 
specifi c power, high specifi c energy, 
and longer life cycle. The potential for 
the application of carbon nanotubes 
(SWNTs, DWNTs, and MWNTs) in 
supercacitors can be explained taking 
into account that the capacitance of 
a material is directly proportional to 
the surface area of the electrode, the 
permittivity of the free space, and the 
relative permittivity of the dielectric 
material and inversely proportional 
to the distance between the two elec-
trodes, which in double layer capaci-

tors becomes the Helmoltz distance. 
Thus in order to maximize the capaci-
tance a material must have the highest 
surface area and the smallest Helmoltz 
distance. This means the pore architec-
ture and total active surface area of the 
CNT hybrid systems presented in the 
previous sections play a major role in 
achieving higher capacitance, as dem-
onstrated by Arepalli and co-workers.11

 Yan and co-workers synthesized 
and characterized CNT/MnO

2
 hybrid 

materials by reduction of potassium 
permanganate under microwave irra-
diation and showed that they were able 
to homogeneously coat the surface of 
the CNTs with MnO

2
. They measured 

the capacitance of a CNT-15% MnO
2
 

composite with high cycle stability to 
be 85% of the theoretical capacitance, 
which they attributed to the high con-
ductivity of the composite and the 
rapid transport of the electrolyte ions.12 
Hybrid SWNT/conjugated conducting 
polymer systems have also potential 
as candidate materials for supercapaci-
tors.

BATTERIES

 Among rechargeable batteries the 
Li ion technology has the greatest po-
tential due to their combination of in-
creased specifi c energy and specifi c 
power. One of the main challenges in 
the development of these batteries is 
to be able to sustain electrode integrity 
over a maximum number of discharge-
recharge cycles. Most frequently the 
negative electrode has been made of 
graphite and the positive electrode in-
corporates a hybridization of lithium, 
cobalt, niobium and other oxides. These 
electrodes are separated by an electro-
lyte. During discharge the lithium ions 
stored in the negative electrode fl ow to 
the positive electrode where they gen-
erate an electric current by reacting 
with oxygen atoms. The process is re-
versed during recharging of the battery. 
The lifespan of these electrodes is lim-
ited by various factors such as lithium–
alloying agglomeration and the growth 
of passivation layers which prevent the 
effective transfer of lithium ions. CNTs 
can be effectively used in both elec-
trodes as a free-standing lithium ion 
storage and intercalation material and 
hybridization goals have been devel-
oped for both electrodes. For the nega-

tive electrode the goals are to increase 
the total surface area by developing a 
highly porous material based on exfoli-
ated and surface treated CNTs in order 
that they can store more lithium ions 
and thus increase the duration of the 
battery cycle. The goals for the posi-
tive electrode are to develop a highly 
porous hybridization of CNT with oxy-
gen atoms attached to their surfaces 
and ready to bind with lithium. 
 Landi and co-workers developed 
CNT nanostructured hybrid anodes 
and showed that depending on process-
ing factors their reversible lithium ion 
capability exceeded 1,000 mAhg−1, 
equivalent to three times the capability 
of graphite anodes.13

 Using the second approach Y. 
Shao-Horn at Massachusetts Institute 
of Technology showed that the CNT 
based batteries can have a specifi c en-
ergy fi ve times higher than capacitors 
and deliver that power ten times faster 
than conventional lithium ion batter-
ies. They used layer-by-layer assembly 
techniques to manufacture electrodes 
several micrometers thick consisting 
of additive-free, densely packed func-
tionalized MWNTs. The electrodes 
could store lithium up to a reversible 
gravimetric capacity of ~200 mA h g–1 
and delivering 100 kW kg−1 of power 
with lifetimes in excess of thousands of 
cycles.14

FUEL CELLS

 Fuel cells are electrochemical devic-
es that can convert directly the chemical 
energy of fuels such as methanol and 
hydrogen into electricity. They have 
high performance and are environmen-
tally friendly since the byproducts of 
the overall reactions are usually water. 

Figure 6. Nano-reinforced matrice resin 
consisting of a very stable colloidal 
suspension of SWNTs in Derakane 
510 vinyl ester resin with controlled 
viscosity.

Figure 7. Cut cross section of fi ber mats 
fully infi ltrated with the nano-reinforced 
matrice shown in Figure 6
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In addition they are reliable, have high 
effi ciency and fuel adaptability, have 
no noise pollution, are vibration free, 
and can be deployed in remote loca-
tions.
 One of the most critical issues in 
fuel cells is to simultaneously reduce 
the cost of electrodes and increase 
their catalytic activity. In the past car-
bon black has been used in proton ex-
change membrane fuel cells (PEMFCs) 
and direct methanol fuel cells (DM-
FCs). However since CNTs have bet-
ter mechanical and thermal properties, 
much higher electronic conductivity 
and specifi c surface area, and a tubu-
lar structure they have the potential for 
development as hybrid nanomaterials 
containing fi ne controlled dispersions 
on nano-catalysts both on the inner and 
outer walls. 
 Carbon nanotube/platinum hybrid 
electrodes have been developed with 
more than one order of magnitude larg-
er exchange current density than con-
ventional carbon black/platinum elec-
trodes even with lower active platinum 
load15,16 Hybrid CNT/Pt/Ru materials 
have been reported to have higher cata-
lytic activity for PEMFCs and DMFCs 
due to the very high surface area and 

the decrease of the overpotential for the 
appropriate reactions. In addition they 
exhibited a different catalytic behavior 
which could improve the mass trans-
port within the layer of the catalysts 
and increase the mass activity.17 Other 
benefi ts of developing CNT hybrid 
materials are the formation of a larger 
number of smaller and more uniformly 
distributed nanocatalyst particles.18

CONCLUSIONS

 Carbon nanotube nanostructured hy-
brid nanomaterial systems incorporat-
ing structural and light-absorbing elec-
tron donor polymers, inorganic semi-
conductors, and metallic and ceramic 
nanoparticles as energy harvesting and 
storage systems have been developed. 
Signifi cant progress has been achieved 
in the design of their architectures, 
their preparation, and in the measure-
ment of their performance. In design-
ing and developing the appropriate sys-
tem architecture controlled balances 
must be obtained in altering the origi-
nal nanostructure and thus properties 
of the specifi c CNTs in order to prepare 
anchoring sites for the integration with 
the other nanosystem components. Al-
though there are still many challenges 

ahead in these areas it is expected that 
these systems will play a major role in 
harvesting the full potential of renew-
able energy resources and associated 
energy storage needs. We expect to see 
in the future the use of a system ap-
proach to the design, development, and 
manufacture of more complex and so-
phisticated functional nanosytems, and 
as a consequence we expect to see sig-
nifi cant breakthroughs toward the reso-
lution of the global energy challenge.
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Figure 8. (a) Processing steps for SWNT/CdS hybrid systems. (b) Transmission electron 
microscopy image of SWNT/CdS interfaces. (c) Photocurrent response and absorbance of 
SWNT/CdS hybrid fi lm in a photo electrochemical cell. (From Ref. 8.)
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